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1 White Quality – White

Table 1: Summary for White spectral mea-
surement results and color metrics.

Metric Value

CCT 7074K
CCT Duv 0.0052
CRI Ra 90
CRI R9 80
TLCI-2012 81
TM-30-15 Rf 100
TM-30-15 Rg 82
CIE 1931 x 0.304
CIE 1931 y 0.324
CIE 1960 u 0.193
CIE 1960 v 0.309
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Figure 1: Color coordinates in CIE 1960 chro-
maticity diagram. White

400 500 600 700
Wavelength [nm]

0

20

40

60

80

100

120

140

160

Sp
ec

tr
al

 P
ow

er
 D

en
si

ty
 [a

.u
]

Figure 2: Measured Spectral Power Distribu-
tion of light source. White
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1.1 TM-30-15 Detail Plots
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1.2 TLCI-2012 Results
FUSION X-Par 8Z White : CCT = D7074 0.36, TLCI = 81
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